


F.V/Time 5 min 10 min 15 min 30 min 1h 3h 5h 10h 20h

1.60V/cell 86.7 53.2 40.4 24.6 13.2 6.86 4.05 2.24 1.20

1.67V/cell 80.5 51.0 39.1 23.6 13.1 5.81 3.96 2.20 1.16

1.70V/cell 74.4 48.8 37.9 21.4 12.6 5.52 3.87 2.15 1.14

1.75V/cell 73.5 47.5 36.7 20.4 12.3 5.36 3.74 2.11 1.12

1.80V/cell 65.1 45.3 33.3 18.9 11.5 5.24 0.69 2.08 1.11

1.85V/cell 57.6 43.0 29.8 17.3 11.1 5.15 0.66 2.04 1.10

F.V/Time 5 min 10 min 15 min 30 min 1h 3h 5h 10h 20h

1.60V/cell 176.0 114.4 88.0 51.4 28.6 11.1 7.57 4.27 2.24

1.67V/cell 170.3 111.8 86.7 50.2 28.3 11.1 7.53 4.27 2.24

1.70V/cell 163.2 110.0 84.5 49.3 28.0 11.0 7.53 4.22 2.20

1.75V/cell 153.6 105.6 81.8 48.0 27.5 10.9 7.49 4.22 2.20

1.80V/cell 133.3 97.68 78.3 46.6 26.7 10.7 7.39 4.14 2.16

1.85V/cell 125.8 90.64 74.8 44.4 20.0 10.5 7.30 4.14 2.16

www.canbat.ca

ALL DATA IS SUBJECT TO  CHANGE WITHOUT NOTICE

Discharge Characteristics 25°C

Constant Current Discharge (Amperes) at 25°C (77°F)

Charge Characteristics 

Self Discharge CharacteristicsRelationship of OCV and state of charge

Self Discharge Characteristics

Constant Power Discharge (Watts) at 25°C (77°F)
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Storage time:months

No supplementary charge required

(Carry out supplementary charge before use if 100% capacity is required.)

Supplementary charge required before use.Optional charging way as below:

1.Charged for above 3 days at limted current 0.25CA and constant volatge 2.25V/cell.

2.Charged for above 20hours at limited current 0. 25CA and constant volatge 2.45V/cell.

3.Charged for 8~10hours at limted current 0.05CA .

Supplementary charge may often fail to recover the capacity.

The battery should never be  left standing till this is reached.
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